‘ UDOT Minimum Sampling and Testing Requirement  Revised: May 2006

02372 Wire Enclosed Riprap

02372 Standard Specification

Related Items: 02056 Common Fill, 02316 Roadway Excavation, 02324 Compaction,

Type of Construction:
Submittals:

Quality Assurance:

Assurance Frequency:
Point of Acceptance:
Out of Spec Action:

Documentation/Report:

Wire Enclosed Riprap
Test Results

Wear Check Sample*
AASHTO T96

Submit 100 Ib sample from each source. Use form T-268.
Materials Source

Rejection

Type of Construction:
Submittals:

Quality Assurance:

Assurance Frequency:
Point of Acceptance:
Out of Spec Action:

Documentation/Report:

Test Results

Soundness*
AASHTO T-104

Submit 100 Ib sample from each source. Use form T-268
Materials Source

Rejection

*Performed or approved by Region Lab

**Performed by Contractor and reviewed by Engineer

Minimum Sampling/Testing Requirements:
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